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Name / Address
LOST CREEK MINING
Description Test Results Dry Basis As Received | Retained % |%Accumula... Total
IST SAMPLE MARYLEE 6-6-16 0.00
Moisture Total D3302 15.44 0.00
Volatile Matter D3175 0.00
Ash D3174 12.99 10.98 0.00
Fixed Carbon D3172 0.00
Sulfur D4239 51 43 0.00
Free Swelling Index D720 0.00
Gross Calorific Value BTU D5865 12,918 10,923 40.00
Oxidation Index D5263 0.00
PLASTOMETER D2639 0.00
DDPM C 0.00
Maximum Fluid Temp *E 0.00
Intital Temp *C 0.00
Solidfication Temp *C 0.00
Range Temp e 0.00
ASH FUSION TEST D1857 0.00
Initial Deformation Temp *E 0.00
Softening Temp *F 0.00
Hemisphericial Temp *F 0.00
Fluid Temp *F 0.00
FLOAT SINK TEST 0.00
40.00

ASTM Specifications

Total

$40.00




