10

20

30

35

40

45

50

b5H ———————

60 —

65

70

INTERVAL: DESCRIPTION:
0-5' Brown, Sandy, Very Fined Grained

5-10' Brown, Sandy, Very Fine Grained
10-15' Brownish Yellow, Sandy, Fine Grained
15-20' Brownish Red, Sandy, Fine Grained
20'-25' Brownish Yellow, Sandy, Very Fine Grained
25'-30' Brownish Yellow, Sandy, Very Fine Grained
30'-35' Brownish Yellow, Sandy, Very Fine Grained
35-40' Brownish Yellow, Sandy, Very Fine Grained
40'-45' Brownish Yellow, Sandy, Very Fine Grained
45-50' Shale, Gray, Very Soft, Fine Grained
50-55' Shale, Gray, Very Soft, Fine Grained
55'-60' Shale, Gray, Very Soft, Fine Grained
60-65' Shale, Gray, Very Soft, Fine Grained
65-70' Shale, Gray, Very Soft, Fine Grained
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70

75

80

85

90

95

100

105

110

115

120

125

BOTTOM OF HOLE

INTERVAL: DESCRIPTION:

70-75' Shale, Gray, Very Soft, Fine Grained
75'-80 Shale, Gray, Very Soft, Fine Grained
80'-85' Shale, Gray, Very Soft, Fine Grained
85-90' Shale, Gray, Medium Hard
90-95' Shale, Gray, Medium Hard

95-100' Shale, Gray, Medium Hard

100-105' Shale, Gray, Medium Hard

105-110' Shale, Gray, Medium Hard

110-115' Shale, Gray, Medium Hard

115-120' Shale, Gray, Medium Hard

120-125' Shale, Gray, Medium Hard

SURFACE ELEVATION: 667.37'

||
BIRMINGHAM COAL AND COKE CO., INC.
e/
DR?ESIVBY’ Ogﬁg/l?l GOODEN CREEK #2 \\\
RW. LITHOLOGIC DESCRIPTION
FOR OB/MW-1
APPROVEDBY:|  DATE: DESIGN GROUP, LLC
T ENGINEERING / SURVEYING
SCALE: SHEET: GLENN ALLEN, GOLD MINE, LYNN ]Aé é(&\ IXISXNB(\}&R\I \%)L) o1
1"=10 20F2  |& CARBONHILL USGS QUADRANGLE TELEPHONE: (205) 221-6262




INTERVAL: DESCRIPTION:
0-5' Brown, Sandy, Very Fine Grained

5-10' Brown, Sandy, Very Fine Grained
10-14' Brown, Sandy, Very Fine Grained

14-15.75' Coal Seam

15.75-20' Shale, Gray, Very Fine Grained
20-25' Shale, Gray, Very Fine Grained
25-30' Shale,Gray, Medium Hard

BOTTOM OF HOLE

SURFACE ELEVATION: 718.67'

[ | ||
BIRMINGHAM COAL AND COKE CO., INC.
Y.
DR?wBY: ogﬁg/lji ’ GOODEN CREEK #2 \\
R.W. LITHOLOGIC DESCRIPTION
FOR OB-1A
APPROVEDBY:|  DATE: DESIGN GROUP, LLC
R ENGINEERING / SURVEYING
SCALE: SHEET: | GLENN ALLEN, GOLD MINE, LYNN ]\:lf?(;{\{l§li\{§\}\)[l{\l: E) o1
1"=10' 1OF1  |& CARBON HILL USGS QUADRANGLE JASPLR, ALABAMA 5.

TELEPHONE: (205) 221-6262




0 INTERVAL: DESCRIPTION:
_] 0-5' Clay, Brown, Sandy
5 :
_ 5-10' Clay, Brown, Sandy
10—
— 10-15' Sandstone, Light Brown
15 : ______
+————4 15-20' Shale, Light Gray, Fine Grained
20—
i P —— 20'-24! Shale, Light Gray, Fine Grained
o — 24-25.5' Coal Seam
:E E E E E E 25-30' Shale, Yellowish Gray, Fine Gramed
30 I e ———
+————- 30-35' Shale, Yellowish Gray, Medium Hard
85— ———]
:E E E E E E 35-40' Shale, Tan, Medium Hard
40 _: ———
e 40'-45' Shale, Light Brown, Medium Hard
15—
F+———— 1550 Shale, Tan, Medium Hard
50 ——————]
EE —— ——] 50-55' Shale, Tan, Fine Grained
55 _: ———
Eg g g g g g 5560 Shale, Tan, Fine Grained
60 I e ———
F+———— 60-65 Shale, Tan, Fine Grained
65 —————
EE —— ——] 65-70' Shale, Tan, Fine Grained
70 —/—mM8M8M8mm888 ™
H ||
BIRMINGHAM COAL AND COKE CO., INC.
PRAVN | onek GOODEN CREEK #2 \\\
T LITHOLOGIC DESCRIPTION
APPROVEDBY:|  DATE: FOR OB DESIGN GROUP, LLC
T ENGINEERING / SURVEYING
SCALE: SHEET: | GLENN ALLEN, GOLD MINE, LYNN ] \51 }E(ﬁ(l){\ I\ILI\N};\}\)[R\I\% )L) ol
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—— INTERVAL: DESCRIPTION:
— ———— 70-75' Shale, Tan, Fine Grained
R e —
E E E E E E 75'-80 Shale, Tan, Fine Grained
§) —|——m——— 1
BOTTOM OF HOLE
SURFACE ELEVATION: 540.28'
||
BIRMINGHAM COAL AND COKE CO., INC.
V.
DR?wBY: OI;/Alg/Ffl GOODEN CREEK #2 \\\
RW. LITHOLOGIC DESCRIPTION
APPROVEDBY:|  DATE: FOR OBMW-1B DESIGN GROUP, LLC
JDM. 09/19/11 ENGINEERING / SURVEYING
SCALE: SHEET: | GLENN ALLEN, GOLD MINE, LYNN ] \51 ﬁ(ﬁ(l){\{I&Néd\)IR\I\%)L) ol
1"=10 20F2  |& CARBONHILL USGS QUADRANGLE TELEPHONE: (205) 221-6262




0 INTERVAL: DESCRIPTION:
— 0-5' Clay, Reddish Brown, Sandy, Very Fine Grained
5 :
— 5-10' Sandstone, Reddish Brown
10—
- 10-15' Sandstone, Reddish Brown
15 :
— 15-20' Sandstone, Reddish Brown
20 .
- 20-25' Sandstone, Reddish Brown
25 .
- 25-30' Sandstone, Reddish Brown
80 ——————
e ——— 30-35' Shale, Gray, Medium Hard
85 ——————
+—————1 35-40' Shale, Gray, Medium Hard
40 _: e ——
=] 4045 Shale, Light Gray, Medium Hard
45 _: P —————
:E — ] 45'-50' Shale, Light Gray, Medium Hard
50 ———————
EE E E E E E 50'-55' Shale, Light Gray, Medium Hard
55 _: e ——
Eg g g g g g 55-60 Shale, Light Gray, Medium Hard
60 _: P —————
EE e —— 60-65' Shale, Light Gray, Fine Grained
65 ——————
EE ———— 65-70' Shale, Light Gray, Fine Grained
70 4—mMM8M8
| ||
BIRMINGHAM COAL AND COKE CO., INC.
DR?wBY: ngl‘g/l?l GOODEN CREEK #2 ‘\\
T LITHOLOGIC DESCRIPTION
APPROVEDEY:  DATE: TOR OB DESIGN GROUP, LLC
T ENGINEERING / SURVEYING
SCALE: SHEET: | GLENN ALLEN, GOLD MINE, LYNN ] \51 }E(ﬁ(l){\ I\ILI\N};\}\)[R\I\% )L) ol
1"=10" 10F2 & CARBON HILL USGS QUADRANGLE S o N DN
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70

75

80

85

90

95

100

BOTTOM OF HOLE

INTERVAL: DESCRIPTION:

70-75' Shale, Light Gray, Fine Grained
75'-80' Shale, Gray, Medium Hard
80'-85' Shale, Gray, Fine Gramed
85-90' Shale, Gray, Fine Gramed
90'-92' Shale, Gray, Fine Grained

92-93.8' Coal Seam

93.8-100' Shale, Gray, Medium Hard

100-104 Shale, Gray, Medium Hard

SURFACE ELEVATION: 592.36'

||
BIRMINGHAM COAL AND COKE CO., INC.
e/
DR?wBY: ogﬁg/FI:l GOODEN CREEK #2 \\\
RW. LITHOLOGIC DESCRIPTION
FOR OB/MW-2
APPROVEDBY:|  DATE: DESIGN GROUP, LLC
e ENGINEERING / SURVEYING
SCALE: SHEET: | GLENN ALLEN, GOLD MINE, LYNN ] \51 }E(ﬁ(l){”\I&Né\}\)lR\I\%)L) ol
1"=10 20F2  |& CARBONHILL USGS QUADRANGLE TELEPHONE: (205) 221-6262




